/4 Littelfuse

ICP Test Report Certification Packet

Company name: Littelfuse, Inc.

Product Series: Multi Layer Varistor
Product #: MLA / MLE 0402 R-Series
Issue Date: May 16, 2007

It is hereby certified by Littelfuse, Inc. that there is neither RoHS (EU Directive
2002/95/EC)-restricted substance nor such use, for materials to be used for unit parts, for
packing/packaging materials, and for additives and the like in the manufacturing processes.

In addition, it is hereby reported to you that the parts and sub-materials, the materials to be used
for unit parts, the packing/packaging materials, and the additives and the like in the manufacturing
processes, are all composed of the following components.

/ 5017 Q/ /:?f‘/s"f/’

<Environmental Data Coordinator>

Issued by:

(1) Parts, sub-materials and unit parts
This document covers the Multi Layer Varistor RoHS-Compliant series products
manufactured by Littelfuse, Inc.

< Raw Materials Used
Please see Table 1

(2) The ICP data on all measurable substances
Please see appropriate pages as identifed in Table 1

Remarks :

Pb (lead) contained in glass of electronic components and is categorized as exempt
under section 5 of the RoHS Annex.
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Table 1: List of Raw Materials covered by this report

Total Parts

Raw Material Part Number

Raw Material Description

Page(s)

1

N/A

Multi Layer Varistor
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1) These samples were dissolved totally by pre-conditioning method according to below flow chart.

{ Cr6+ test method excluded

2) Name of the person who made measurement: Troy Chang

3) Name of the person in charge of measurement: Daniel Yeh
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1) Alkali Fusion
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2) HCI to dissolve

ICP-AES

Sample Material

Digestion Acid

Steel, copper, aluminum, solder

Agua regia, HNO5, HCI, HF, H, O,

Glass HNOs/MHF

Gold, platinum, palladium, ceramic | Aqua regia

Silver HNOs

Plastic H,S0,, H;0,, HNO;, HCI
Others Any acid to total digestion

Add diphenyl-carbazide for

color development

v

measure the absorbance

at 540 nm by UV-VIS
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PBB/PBDE analytical FLOW CHART
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** End of Report =
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