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Sample Description: 

One (1) group of submitted samples said to be : 
Sample Description : Element  
Style / Item No. : DRAGXXX 
Date Sample Received : Jan 27, 2010 
Date Test Started : Jan 28, 2010 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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(Ⅰ) Test Result Summary : 
Result (ppm) 

Testing Item Light Green Metal 
Wire 

Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content ND 
Mercury (Hg) content ND 

Chromium VI (Cr6+) content (mg/kg with 50cm2) 
Negative 
(< 0.02) 

 
Remarks: ppm  = parts per million based on weight of tested sample = mg/kg 
 ND = Not Detected 
 < = Less Than 
 mg/kg with 50cm2 = milligram per kilogram with 50 square centimeter 
 Negative = A negative test result indicated positive observation 

was not found at the time of testing. When the spot test 
showed a negative result, the boiling water extraction 
procedure shall be used to verify the result. 

 
Responsibility Of Chemist :Irene Chiou / Kevin Liu / Cathy Chen 

 
Date Sample Received : Jan 27, 2010 
Testing Period  : Jan 28, 2010 to Feb 01, 2010 

 
 
 
(Ⅱ) RoHS Requirement: 

Restricted Substances Limits  

Cadmium (Cd) Content 0.01% (100ppm) 
Lead (Pb) Content 0.1% (1000ppm) 
Mercury (Hg) Content 0.1% (1000ppm) 
Chromium VI (Cr6+) Content 0.1% (1000ppm) 

 
The above limits were quoted from 2002/95/EC and amendment 2005/618/EC for 
homogeneous material.  
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(Ⅲ) Test Method: 
Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 
8/9/10, by microwave digestion 
until the tested samples are 
totally dissolved and determined 
by ICP-OES. 

2 ppm 

Lead (Pb) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 
8/9/10, by microwave digestion 
until the tested samples are 
totally dissolved and determined 
by ICP-OES. 

2 ppm 

Mercury (Hg) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 7, by 
microwave digestion until the 
tested samples are totally 
dissolved and determined by ICP-
OES. 

2 ppm 

Chromium VI (Cr6+) content 
(mg/kg with 50cm2) 

With reference to IEC 62321 
edition 1.0:2008 in annex B, by 
boiling water extraction and 
determined by UV-Vis 
spectrophotometer. 

0.02 
mg/kg with 50cm2 

 
Remark: Reporting Limit = Quantitation limit of analyte in sample 
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(Ⅳ) Measurement Flowchart: 
 

 Test For Cd/Pb/Hg/Chromium (VI) 
 Reference Standard：IEC 62321 edition 1.0:2008 

 

 

End Of Report 
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Applicant: Littelfuse, Inc. Date : Feb 02, 2010 
 800 E. NORTHWEST HWY 

DESPLAINES IL 60016 
  
  
  

 

 
Sample Description: 

One (1) group of submitted samples said to be : 
Sample Description : Solder Wire  
Style / Item No. : LOZZ194(692213) 
Date Sample Received : Jan 27, 2010 
Date Test Started : Jan 28, 2010 

 
 
 

 
Test Conducted : 

As requested by the applicant, for details please refer to attached pages. 
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(Ⅰ) Test Result Summary : 
Result (ppm) 

Testing Item 
Silvery Metal Wire 

Heavy Metal 

Cadmium (Cd) content ND 
Lead (Pb) content 259 
Mercury (Hg) content ND 
Chromium VI (Cr6+) content (mg/kg with 50cm2) Negative 

(< 0.02) 
 

Remarks: ppm  = parts per million based on weight of tested sample = mg/kg 
 ND = Not Detected 
 < = Less Than 
 mg/kg with 50cm2 = milligram per kilogram with 50 square centimeter 
 Negative = A negative test result indicated positive observation

was not found at the time of testing. When the spot test
showed a negative result, the boiling water extraction
procedure shall be used to verify the result. 

  
 

Responsibility Of Chemist :Irene Chiou / Kevin Liu / Cathy Chen 
 

Date Sample Received : Jan 27, 2010 
Testing Period  : Jan 28, 2010 To Feb 02, 2010 

 
 
 
(Ⅱ) RoHS Requirement: 

Restricted Substances Limits  

Cadmium (Cd) Content 0.01% (100ppm) 
Lead (Pb) Content 0.1% (1000ppm) 
Mercury (Hg) Content 0.1% (1000ppm) 
Chromium VI (Cr6+) Content 0.1% (1000ppm) 

 
The above limits were quoted from 2002/95/EC and amendment 2005/618/EC for 
homogeneous material.  
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(Ⅲ) Test Method: 
Testing Item Testing Method Reporting Limit 

Cadmium (Cd) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 
8/9/10, by microwave digestion 
until the tested samples are 
totally dissolved and determined 
by ICP-OES. 

2 ppm 

Lead (Pb) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 
8/9/10, by microwave digestion 
until the tested samples are 
totally dissolved and determined 
by ICP-OES. 

2 ppm 

Mercury (Hg) content 

With reference to IEC 62321 
edition 1.0:2008 in clause 7, by 
microwave digestion until the 
tested samples are totally 
dissolved and determined by ICP-
OES. 

2 ppm 

Chromium VI (Cr6+) content 
(mg/kg with 50cm2) 

With reference to IEC 62321 
edition 1.0:2008 in annex B, by 
boiling water extraction and 
determined by UV-Vis 
spectrophotometer. 

0.02 
mg/kg with 50cm2 

 
Remark: Reporting Limit = Quantitation limit of analyte in sample 
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(Ⅳ) Measurement Flowchart: 
 

 Test For Cd/Pb/Hg/Chromium (VI) 
 Reference Standard：IEC 62321 edition 1.0:2008 

 

 

End Of Report 
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